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Wistron Part No :86.9A566.6R0

Description : SCRW M4 WAFER L6 NI NYLOK

R LI
Vendor Model No: 86.9A566.6R0

Description : SCRW M4 WAFER L6 NI NYLOK

Issued Date :2012/12/26
Approved Date :2012/12/26
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FAI DATA SHEET

Drawing Number: 86.9A566.6R0 Supplier : WENHAO Date:  2012.12.25 Rev'i\‘;‘z:
Part Name: SCRW M4 WAFER L6 NI NYLOK Submission No : Cavity / Tool # : i Arge Lin
L 8 : : o Resubmission —
Revision: A Material Spec : SUS302 Inspector: ST .
DRAWING SPECIFICATIONS S e Numb INSPECTIOS‘ R_Et_SULfTS Cont % ”T\ISIPECT|ON ANA':‘Y/SQS_ Inspection Supplier Engineering
_ _ ample Number eviation from Center Mean b Tolerance cc/Rej Method Remarks Disposition
ITEM|LOCATION| NOMINAL | Center |U deviation|L deviation 1 2 3 1 2 3 UPPER|LOWER | HIGH | LOW
1 C2 7.00 6.75 0.00 -0.50 6.88 6.87 6.88 0.13 0.12 0.13 6.88 52% 0% Sl
2 C5 1.00 1.00 0.20 -0.20 1.03 1.02 1.02 0.03 0.02 0.02 1.02 15% 0% Sl
3 C6 6.00 6.00 0.20 -0.20 6.03 6.02 6.02 0.03 0.02 0.02 6.02 15% 0% Y
4 B7 3.97 3.90 0.00 -0.14 3.92 3.92 3.91 0.02 0.02 0.01 3.92 29% 0% Sl
5 B3 Cross NO2# OK OK OK RS




Wen Haou Plastic Hardware Company
SALT SPRAY TEST REPORT

CRTOMER wistron  |pEscriprion| SCRW M4 WAFER L6 \rest 10 PCS
NI NYLOK QUANTITY
C-PART NO | 86.9A566.6R0 | PLATING A NACL 5%
percentage
DATE 2012.12.25 |INSTRUMENT | SALT SPRAY TESTER |PLACE Lab‘;a“’r
TIME: 8:00 22-DEC To 08:00 23-DEC  Total 24  hours
The reason when interrupt testing is:
ITEM CONDITION RESULT
Fog speed quantity
1.0~2.0ml/80cm2/n 1.7
PH Amount 6.5~7.2 6.8
Air-pressure torque 0.9~1.1kg/cm2 1.0
Laboratory humidity 85%(min) 86
Laboratory temperature 34°C~36TC 35
Pressure-tub temperature 46°C~48C 47
Salt-water temperature 34°C~36C 35
Others

Test result — According to CNS 8886,7Z8026 standard chart judge: 7 Grade. % accept vx reject

Remark:

REV:XieLihong INS : XieLihong
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Taiwan Self-Locking Group (Dong Guan)
http : //www.nylok.com.cn
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Inspection Report
HELH %€ :46°€ 3] IR 0
Customer Test Date 2012/10/27
% REE+F (1) (&) ATHARNE
Fastener Order No. 525712-20
Gz . 1% o Z PTG
Size M4*0.7%6 _Customer Order No.
EEALATE . T e T-imat
Adhesive NYLOK 2 [ (%) Part No. PADOK76M04000018
B RHEARE
Customer Part No. | 86-9A566.6R0
& 5 PCS
Quantity
RS S (nspection Result)
- o G B HIE e
] AR | B b o
Item Spec. Unit ZepE e e
X1 RZ X3 X4 X5 AVG
B
lst ;ﬁ%%é—g ng-on | 12.24 kgf-cm 4.60 5.20° 44.20 5.801 14.60 4.88 0)4
Torque ( maxi ; ‘
JI‘"Hﬁ
lst emova: 2.60 kgf-cm 4.20 [4.60 [3.80 5.200 14.20° 14.40 OK
Prevailing—Torque
min
"/7 j]
51:h ernovajfH 1.63 kgf-cm 2.200 2 405 12,00 2.60 12.20 |2.28 OK
Prev§111ng~Torque
(min
FEETE
b OK ok ok OK OK 0K OK
PAs
e 0K G OK OK 0K 0K
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DengGuan City HaoSheng Metal Co.,L.1d

No. : JY-200906-200

# B ik BB B
MILL CERTIFICATE

Date:2009. 06. 28

Shipment No. Name Quantities
SllS302HQ
g E e e
Contract No. Size Net Weight
HS=2906056 3. 40mm 100, 00KG
1] B ®ie b
Article STAINLESS Customer s Name
STEELYIRE T
= fin 2551 A SHAH 2 EHER
CHEMICAL COMPOSITION
i % R
COVPONENT i
. % Mn Si P 5 Ni Cr Cu
flyf.. f}} _ [
SPECIFICATION|<0. 03 |[<2 <l <0. 045 €<0.03 |8—-10]17--19
3 7]
% — www e
X 5:972-0013( 0.03 | 1.57 | 0.51 | 0.026 | 0.002 | 8.45 | 17. 31 2. 89
7
W= |
e
PHYSICAL PROPERTIES
Yi 2 1 gk
Diameter Tensile Elongation Surface Condition Others
= Strength e
i -4
E # . R {2
mm Mpa % Fe iR HE
3.40 28T 42.0 GOOD GOOD
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