
 

Specification for Approval 
 

 

緯創料號 

Wistron Part No : 86.1AS26.8R0  

Description : SCRW PAN M4L8 

  

廠商型號   

Vendor Model No: 86.1AS26.8R0  

Description : SCRW PAN M4L8 

        

      

 Issued Date :2012/12/25 

Approved Date :2012/12/25  
 

 

Approved by 
 (Wistron) 

Approved by 
 (vendor) 

Prepared by 
 (vendor) 

 
Arge_Lin 

 
2012/12/25 

 
XieLihong 

 
2012/12/25 

 
XieLihong 

 
2012/12/25 

 

                         

    

 





Arge_Lin

ITEM LOCATION NOMINAL Center U deviation L deviation 1 2 3 1 2 3 UPPER LOWER HIGH LOW
1 C3 8.30 8.05 0.00 -0.50 8.15 8.14 8.14 0.10 0.09 0.09 8.14 40% 0%   卡尺

2 C4 2.50 2.50 0.20 -0.20 2.52 2.53 2.52 0.02 0.03 0.02 2.52 15% 0%   投影儀

3 C6 8.00 7.80 0.00 -0.40 7.88 7.87 7.88 0.08 0.07 0.08 7.88 40% 0%   投影儀

4 B7 3.97 3.90 0.00 -0.14 3.92 3.92 3.91 0.02 0.02 0.01 3.92 29% 0%   卡尺

5 B6 M4-P0.7 OK OK OK         環規

6 B3 Cross NO2# OK OK OK         十字規
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A
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FAI DATA SHEET

Drawing Number:
Part Name:

Revision:

Supplier :
Submission No :

Material Spec :

Date:
Cavity / Tool # :

Inspector:

New:
Revised:

Resubmission
:

INSPECTION RESULTS

2012.12.25

謝麗宏

86.1AS26.8R0

Inspection
Method

Supplier
Remarks

Engineering
Disposition

DRAWING SPECIFICATIONS
Acc/Rej

INSPECTION ANALYSIS
% ToleranceSample Number MeanDeviation from Center



 
Wen Haou Plastic Hardware Company 

SALT SPRAY TEST REPORT 
CUSTOMER 

WISTRON DESCRIPTION SCRW PAN M4L8 TEST 
QUANTITY 10 PCS

C-PART NO   86.1AS26.8R0 PLATING 環保鎳 
NACL 
percentage 5% 

DATE 2012.12.25 INSTRUMENT SALT SPRAY TESTER PLACE Laborator
y 

TIME:    8:00     22-DEC      To    08:00      23-DEC      Total      24      hours 

The reason when interrupt testing is:____________________ 

ITEM CONDITION RESULT 
Fog speed quantity 

1.0~2.0ml/80cm2/n 1.7 

PH Amount 6.5~7.2 6.8 

Air-pressure torque 0.9~1.1kg/cm2 1.0 

Laboratory humidity 85%(min) 86 

Laboratory temperature 34℃~36℃ 35 

Pressure-tub temperature 46℃~48℃ 47 

Salt-water temperature 34℃~36℃ 35 

Others   

 Test result → According to CNS 8886,Z8026  standard chart judge: 7 Grade.   accept   reject★ ☆  
 Remark: 

REV:XieLihong                                                                      INS :XieLihong 
 



文豪塑膠五金有限公司
螺絲  螺柱  鉚釘ORT測試報告

日期:2012.12.26

素材

WISTRON

測試條件

客戶名稱

品 名

規 格

料 號

批 量 

32 32 OK

測試員:

F≧30kgf,cm

F≧20kgf,cm

F≧25kgf,cm

判  定

F≧4.5kgf,cm

F≧6.0kgf,cm

F≧12kgf,cm

F≧15kgf,cm

備注

1.測試記錄中判定以:“OK＂， “NG＂表示.

2.測試值不得小ORT測試標準值,且須超過標準值測試2組數值作為判定.

3.如果超過標準測試NG,此批可判允收,須記錄极限值(;實際數据),以便追蹤.

32

審核: 姚喨祖 李科霖

31.5

螺絲扭斷力:

鉚釘推拉力:

測試記錄

4 判定2 3

抽樣數 5PCS 測試工具

螺絲

SCRW PAN M4L8

86.1AS26.8R0

素材

WISTRON

測試條件

1

ORT判定

標準

SECC0.8mm SECC1.0mm

SECC1.2mm SECC1.6mm

6#-32UNC標準牙 M3-P0.5標準牙

M4*0.7標準牙 ∮6.00±0.10mm

∮7.00±0.10mm

孔徑實配板 臺式虎鉗扭力計

指針式拉壓力 推拉力計

F≧4.5kgf.cm F≧20kgf.cm F≧30kgf.cm F≧6kgf.cm

F≧25fkg.cm F≧30kgf.cm F≧45kgf.cm

序號

判定
測試值

合格 不合格 其它

指針式拉壓力



Customer： Part No：

送检单位： 文豪 试样名称： SCRW PAN M4L8

Date： Delivery Note No：

送样时间： 2012/12/22 送检单号： 1006020

Drawing No： Qty：

图号： 数量：

Supplier： Plating Type：

电镀单位： 镀层名称： 环保镍

1、检测结果(um )：

Plating Type No Thickness Alloy Layer Total Thickness Mean Thickness

镀层材料 编号 纯镀层 合金层 总镀层 平均值

环保镍 1 2.96 0.97 3.93

环保镍 2 2.96 0.96 3.92

环保镍 3 2.96 0.97 3.93

环保镍 4 2.95 0.97 3.92

环保镍 5 2.96 0.97 3.93

      Rcsult：

2、结论： OK

Tested by： Approvcd by：          Date：

试验：王小秋 审核：         日期： 2012/12/25

电镀膜厚报告

3.926

钜富五金制品厂

钜富

5pcs






